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INTRODUCTION

This is the final report for work performed under purchase order number
H-080640. This effort involved investigating the welding and brazing tech-
niques of molybdenum tubes to be used as cartridges in the crystal growth

cartridge.

DISCUSSION OF CURRENT PROBLEM

Figure 1 is a schematic of the crystal growth cartridge. A molybdenum
tube, fabricated by rolling, is fitted with a spherical end cap (electron-beam
welded) and a 304L stainless steel adjustment block (vacuum brazed). During
the welding and brazing operations the molybdenum tube recrystallized and
became extremely brittle. Hoop stresses generated by both the welding and

brazing operations caused failures of the cartridge.

Figure 2 is a photomicrograph of a section of a NASA/MSFC supplied
molybdenum cartridge. This cartridge has not been heat treated. As can be
seen the molybdenum has an aligned grain structure due to the rolling process

from which it was formed.

Figure 3 is a photomicrograph of a sample from the same cartridge but
heat treated to 1950°F for one hour. This is the temperature and time at
which the cartridge was brazed in a vacuum furnace. As can be seen the
molybdenum has recrystallized. The original axial grain structure has been
replaced by randomly orientated large grains. This type of grain structure
yields a brittle material.

Figure 4 is a photomicrograph of a section of the adjustment block brazed
to the molybdenum tube. Note the molybdenum has recrystallized. Also note
that the molybdenum tube slightly crimped and pulled away from the braze and
adjustment block. This crimping is due to the large circumferential stresses
put on the tube by a thermal expansion mismatch between the stainless steel
and the molybdenum. Figures 5 and 6 are the thermal expansion curves for 304L
stainless steel and molybdenum, respectively. At 1400°F the expansion of the

stainless steel is 14.0 x 1073 in./in. The expansion of the molybdenum is



about 4.4 x 102 in./in. at the same temperature. The large thermal expansion
of the stainless steel causes a gap of about 0.0045 inches (at 1400°F) between
the adjustment block and the tube. This gap then fills with braze. Upon
cooling the braze solidifies and the stainless steel adjustment block con-
tracts placing large hoop compressive and flexural stresses on the tube.
Assuming equal compliance between the molybdenum and stainless steel adjust-
ment block, the compressive elastic hoop stresses exceed the yield of both
materials. This stress causes tube crimping or collapse. The flexural stress
where the molybdenum exits the adjustment block is about 300,000 psi (again,
elastic analysis). Thus one would also expect collapse of the molybdenum due

to flexural stress.

Attempts were made by NASA/MSFC to place a 304L stainless steel mandrel
in the tube to prevent collapse. But with the thermal expansion mismatch, the
stainless steel mandrel expanded creating extensive stresses and failure in

the molybdenum tube during heat up.

Figure 7 is a photomicrograph of the joint where the spherical end cap
was electron beam welded. The large grain structure is easily visible at the

heat affected zone.

In summary the problems associated with molybdenum cartridge are:

1] Recrystallization of the molybdenum tube during brazing.

2] Compressive hoop and axial stresses from the stainless steel
adjustment block.

3] Tensile stresses from the stainless steel mandrel.

4] Recrystallization of the electron-beam welded joint at the spherical

end cap.

EVALUATION OF POTENTIAL SOLUTIONS

The recrystallization temperature of molybdenum can be increased by
alloying it with 0.5X% titanium and 0.1% zirconium. The small amounts of
titanium and zirconium inhibit grain growth. Recrystallization temper-

atures! 2 for this alloy, known as TZM, become significant around 2500°F.



TZM alloy can be produced by two methods: Arc-cast and powder metallur-
gy. Historically, powder metallurgy techniques yielded TZM with a lower
density than arc-cast. However, current technology produces powder metallurgy
TZM (PM-TZM) with the same density and approximate mechanical properties as
arc-cast TZM!:2. PM-TZM is much more readily available and less expensive

than arc-cast TZM.

Figure 8 is a photomicrograph of a piece of arc-cast TZM alloy taken from

a solid rod. The fine grain structure is evident.

Figure 9 is a photomicrograph Af a piece of PM-TZM taken from a solid
rod. Note that its grain structure is similar to that of arc-cast TZM. The
small voids are created by the powder metallurgy process. The manufacturer

claims that these voids have minimal affect on material properties.

Figure 10 is a photomicrograph of a piece of arc-cast TZM that has been
heat treated to 2500°F for fifty hours. Slight changes in grain growth are

evident but nowhere near as drastic as seen in pure molybdenum.

Figure 11 is a photomicrograph of a piece of PM-TZM that has been heat
treated to 2500°F for 50 hours. Again, there is some slight recrystalliza-
tion.

Figure 12 is a photomicrograph of a piece of virgin PM-TZM in the longi-
tudinal direction of a solid bar. Figure 13 is a photomicrograph of a section
of a PM-TZM cartridge run in the crystal growth furnace (CGF) for 90 hours at
2300°F. A comparison of these two figures shows no significant recrystalliza-

tion.

A series of microhardness tests were run on samples of virgin and heat-
soaked TZM. Figure 14 is a photomicrograph of a section of a virgin PM-TZM
bar. The hardness indentations are visible. Tables 1 and 2 summarize the
microhardness readings for PM-TZM and arc-cast TZM. The outside surface of
the heat soaked materials apparently had a thin, hard coating. This is shown
in Figure 15. The composition of the coating is not known. The data from

Tables 1 and 2 indicate that continued exposure to high temperatures increases

3



the hardness of the TZM. Microhardness was also run on the PM-TZM tube that
was run in the CGF for 90 hours. Hardness reading were taken from an area at
the braze joint and end cap. Table 3 summarizes this data. As expected,

there is less change than seen in the 2500°F environment.

Figure 16 is a schematic of a test technique to qualitatively evaluate
ring flexure of samples cut from CGF cartridges. A series of dead weight
loads was employed to obtain deformations. Ring samples 0.50 inches wide were
cut from an arc-cast molybdenum cartridge and a PM-TZM cartridge. Ring sam-
ples from both cartridges were heat treated to 2500°F for six hours. Figure
17 is the load-deflection curve for the arc-cast molybdenum rings. The effect
of heat treating was to lower the strain to failure. Figure 18 is the load-
deflection curve for the PM-TZM rings. Heat treating lowered the deflection
response slightly. Failure could not be obtained with this geometry and
facility (load limited).

The PM-TZM rings and the arc-cast molybdenum rings were of different
diameters and wall thicknesses and the limitation of the facility/geometry
prevented obtaining equivalent stress states. Further investigations into the

properties of heat soaked TZM are needed for more substantial conclusions.

To check for ductility in the TZM scanning electron microscope was used
to photograph the hardness indentations in the 80 hour heat soaked specimen.
Figure 19 is a photomicrograph (3000x) of such an indentation. A brittle
material would have cracks propagating from the corners of the indentation. A
ductile material would have flow lines around the periphery. Neither of these

effects was seen.

Based upon the recrystallization study and the simple ring flexure test
PM-TZM may be an acceptable cartridge material. The electron-beam welding can
be eliminated by machining the tubes with a closed spherical end from a solid

bar of TZM.



The brazing of the stainless steel adjustment block to the cartridge tube
(PM-TZM or molybdenum) will always pose a problem. A significant re-design of
the adjustment block, which may include changing the material, will be re-
quired to eliminate the stresses built up by brazing. Lower temperature
brazes as discussed below will reduce the stresses, but not eliminate them.

Redesign of the adjustment block will be accomplished in a future effort.

Table 4 is a list of brazing alloys recommended!:?® for molybdenum and TZM
alloys. They are listed in decreasing order of braze temperature. Brazing
pure molybdenum with any of the listed brazes will result in some recrystalli-
zation since tﬂe braze temperatures are in the molybdenum recrystallization
temperature range. However, using these brazes on TZM should pose no problem.
Quantities of each of these brazes (as indicated on Table 4) were obtained for

experimental evaluation at MSFC and Southern Research.



dep puj pue }o07g JudswWISN{py Jo JusmWedR[d Suymoys 98pJIIIR) YIMOIH TEISAI) JO UOTIDBS-§S01) °T 9andi

(oos-ol)

=yl

e i en” vln.

2227 //////////////////////.w\\\

dep puy

joo1d juswisn[py
(gai*it)

(£99:21)
{ &

006°a1)




aqn] wnuapqATOl 3JO UOTIDIS SSOI) B JO (%67) ydea3oaoqmojoyq *z =2an81g




pe3lesa
L 3esH
aqnl mn
uspqL10
W JO U
073095 ssoa gy
5% 30 (x67) mQuom 41,0661
eagoao i
Jwoloy
m .
€ 2an3
14

Ll P
B A

& %




Photomicrograph (25x) of Adjustment Block Brazed to Moiybdenum Tube

Figure 4.
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13

Photomicrograph (25x) of a Bar Section of Arc-Cast TZM Alloy

Figure 8.
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Photomicrograph (25x) of a Bar Section of PM-TZM

Figure 9.
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